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EXTENDED ABSTRACT 

During the third period (three months from Feb. 18/01 to June 17/01) of the Contract 
the program was continued as it was being planned. After the tests were completed with 
the fast servo-hydraulic universal machine of LPMM on all four geometries of specimen, 
that is Standard (S-shape), U-shape, V-shape and I-shape, the direct impact technique, 
[1], has been applied for the last three geometry (U,V and I). Impact velocities were 
varied within the following limits: 10 m/s < V < 90 m/s (nominal strain rates: 5*103 1/s 
< T < 4.5* 104 1/s. All tests were performed on titanium alloy Ti-6A1-4V, supplied by 
ARL-Aberdeen, MD. The specimens were machined in LPMM - Metz. 

The earlier tests performed on the standard geometry, so-called Modified Double Shear 
(MDS), was a basis for further numerical calculations of Adiabatic Shear Bands (ASB). 
Improved constitutive relations had been used in those calculations, and one paper has 
been submitted in Jan./2001 to International Journal of Impact Engineering [2]. The tests 
performed recently on U, V and I geometry will be a subject of further analyses to 
identify failure criteria based on the concept of effective strain or on the strain energy 
density. 

The LPMM-Metz has developed under previous contracts, partially granted by the 
European Research Office of the US Army, a unique experimental technique which 
enables impact shear testing of materials within a wide range of strain rates, the impact 
range covers strain rates from 10E3 1/s to ~10E5 1/s, [1]. This technique has been 
applied to perform experiments with three geometries of specimen, that is "U", "V" and 
"I", such geometries assure different stress concentrators. The main task is to find the role 
of stress concentrators in Ti-6A1-4V in triggering of ASB. 
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